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Sample Description :

Customer Relationship Number

Customer Reference No 

:

BLUECHIP LEGAL SOLUTIONS OPC PVT LTD

18-Sep-2021

56156

COPPER WIRE SMAPLE

KALKAJI, 

NEW DELHI, DELHI - 110019, 

INDIA

18-Sep-2021

28-Sep-2021

28-Sep-2021

Report Issued By

Kind Attention  

:

MR VIVEKA THAKUR

Contact No: 9696696696E-Mail: bluechiplegalsolutions@gmail.com

Sample Condition :

Sample Size (Approx) :Sample Quantity (Approx) :

SAMPLE NOT DRAWN BY OUR LABORATORY. THE RESULTS RELATE ONLY TO THE ITEMS TESTED

Good

1 NA - mm
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Chemical Analysis Test Results 

S. No Test Name Result Test Method 

1. Copper (as Cu), % by mass 99.9 IS-440-1964 (RA-2018) 
     

 

Discipline -Chemical 
Group  -Metal and alloys 
Product  - Copper & its alloy 
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Analyst Signature

-- End of Test Report --
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