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Chemical Analysis Test Results 

S. No Test Name Result Test Method 

1. Copper (as Cu), % by mass 99.8 IS-440-1964 (RA-2018) 
     

 

Discipline -Chemical 
Group  -Metal and alloys 
Product  - Copper & its alloy 

Page 2 of 2

TC-5492

Report No. A1D211008013/D211008013-11

Analyst Signature

-- End of Test Report --
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